‘Vermiculite no 5’ grinded. 									      Size of particles similar to those of Na-Fh. 
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BEHAVES SIMILARLY TO NA-FH or Lp

‘Vermiculite no 5’ chopped mixed with grinded.
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BEHAVES SIMILARLY TO those chopped Na-FH that you though was VERMICULITE
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